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Abstract:  
 
Codeposition of fuel species with the various plasma-facing materials present in ITER is 
expected to be the primary source of tritium accumulation within the vacuum vessel. In this 
paper, the levels of retention in codeposited layers of each of the three ITER materials (C, 
Be and W) are compared. Scaling laws, based on the conditions during the codeposition 
process (surface temperature, incident particle energy and deposition flux), are presented to 
allow prediction of expected retention values under ITER conditions. Retention in carbon 
codeposits scales inversely with incident particle energy, whereas in the metallic codeposits 
the retention level scales proportional to increasing particle energy. The differing scaling of 
retention level with incident particle energy provides some insight into which material may 
impact the global retention in ITER depending on where it may form codeposits. Carbon 
codeposits formed in low-energy particle areas (for example, in the divertor regions) tend to 
retain more tritium, whereas beryllium codeposits formed in relatively higher-energy 
particle areas (for example, the first wall) tend to retain increased levels of tritium. In 
addition to the amount of retention, the release behavior of tritium from codeposits will 
influence the tritium accumulation rate within ITER. The thermal release behavior of T (or 
D) from codeposits can be used to evaluate the effectiveness of baking at different 
temperatures as a means of tritium removal. Finally, the desorption kinetics from Be and W 
codeposits are contrasted. In the case of W codeposits, the duration of the baking cycle is 
important in determining the removal efficiency, whereas with Be codeposited layers, it 
appears that the maximum achievable bake temperature plays the leading role in 
determining removal efficiency.  
 
1. Introduction 
 

The issue of tritium accumulation within the ITER vacuum vessel is one of the 
highest priority challenges facing the ITER team as it moves forward with finalizing its 
design and interfacing with the licensing authorities. Once a certain amount of tritium is 
retained within the ITER vacuum vessel (likely to be 700 g) [1], it may be necessary to halt 
operations until removal of the stored tritium can be accomplished. Tritium retention occurs 
in two ways, through direct implantation into plasma-facing surfaces and through 
codeposition with materials that are eroded from these plasma-facing surfaces. Of these two 
processes, codeposition is expected to dominate. In this presentation, we will compare the 
tritium retention properties of codeposits formed of each of the three main materials used as 
plasma-facing materials in the present ITER design: beryllium, tungsten and carbon. 

In order to predict the tritium accumulation rate in ITER it is necessary to model the 
interaction of the edge and scrape-off layer plasma with different areas of the ITER plasma-
facing components. In addition, thermal conduction models need to be used to predict the 
surface temperature of each area of the plasma-facing components in the ITER design. Such 
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modeling efforts are beyond the scope of this presentation, but are being presented by other 
authors during this meeting [2, 3] and elsewhere in the literature [1]. This paper presents the 
basis for the prediction of the amount of tritium retention in codepositing materials that are 
generated by the differing materials and modeling approaches. 

In addition to the amount of retention, the release behavior of tritium from 
codeposits will influence the tritium accumulation rate within ITER. The thermal release 
behavior of T (or D) from codeposits can be used to evaluate the effectiveness of baking at 
different temperatures as a means of tritium removal. The thermally activated release 
behavior of differing codeposits is presented to estimate the effectiveness of varying the 
bake out temperature of the ITER vessel. 
 
2. Retention in Beryllium Codeposits 
 
 The present ITER design uses beryllium as the plasma-facing material on the large 
area of the first wall. Even though comparatively little plasma is expected to reach the first 
wall surfaces, a significant amount of beryllium is expected to be sputtered from this area 
and to be transported to other areas of the first wall and throughout device. For this reason 
the deuterium retention in beryllium codeposits has been the subject of several studies [4, 
5]. Unfortunately, these studies resulted in a large scatter of the expected value for the D/Be 
ratio present in the various Be codeposits. 
 A systematic study of beryllium codeposits [6] has recently been performed to 
understand the reasons for the large scatter of D/Be values found in the literature. This study 
developed a scaling law with which to predict the level of D/Be found in Be codeposits 
based on three experimental variables (the surface temperature of the codeposit, Tc, the 
deposition rate of beryllium, rdep, and the incident energy of deuterium interacting with the 
Be codeposit, En) encountered during the formation of Be codeposits [6]. When this scaling 
is applied to the D/Be database, the large scatter observed in the literature is significantly 
reduced. The data that was contained in the original scaling study has recently been 
reevaluated in terms of the ratio of the flux of deuterium to the flux of beryllium arriving at 
the collector surface [7]. The revised scaling was developed to allow for easier extrapolation 
to codeposition conditions expected in ITER, where the deposition rate of beryllium in 
PISCES-B is much smaller than that expected in ITER, but where the flux ratio of 
deuterium to beryllium arriving at the collector is similar to that expected in ITER. The 
revised retention scaling was found to be, 
 

D/Be = (5.82 x 10-5)* En
1.17± 0.2 * (ΓD/ΓBe)-0.21 ± 0.1 * exp(2273 ± 311/Tc)  (1) 

 
This scaling is strictly only valid over the ranges of the parameters studied; 293 K < Tc < 
600 K, 10 < (ΓD/ΓBe) < 2000, and 15 < En < 60 eV. Some care must, therefore, be exercised 
while applying this prediction to all areas of the ITER vessel, but it is possible to obtain 
some insight into trends that should be expected for Be codeposition in different areas of the 
ITER vessel. 
  
3. Retention in Tungsten Codeposits 
 
 Although the amount of tritium retention expected in tungsten codeposits is thought 
to be small, it was necessary to verify this assumption to reduce the risk of any unforeseen 
surprises after the construction of ITER. For this reason, a similar study of deuterium 
retention in tungsten codeposits has recently been completed [8]. As in the study of Be 
codeposits, the surface temperature, the ratio ofr the arriving flux of deuterium atoms to the 
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depositing atom flux and incident particle energy are seen to correlate to the D/W ratio 
present in the W codeposits. In the case of W codeposition, the scaling equation was found 
to be, 
 

D/W = (5.13 x 10-8)* En
1.85± 0.4 * (ΓD/ΓW)0.4 ± 0.1 * exp(736 ± 228/Tc)  (2) 

 
where the range of the variables investigated was; 293 K < Tc < 600 K, 5 < (ΓD/ΓW) < 500, 
and 60 < En < 280 eV. 
 For typical values of codeposition parameters similar between the two studies, the 
tungsten codeposition level, D/W, is approximately two to three orders of magnitude less 
than the beryllium codeposition level, D/Be. This retention result, coupled with the lower 
tungsten impurity generation rate (i.e. sputtering yield) expected in ITER, effectively 
eliminates tritium accumulation concerns for tungsten codeposits. 
 
4. Retention in Carbon Codeposits 
 
 In the case of carbon codeposits, it is not possible to examine such codeposits in 
PISCES-B because the deposition rate is much smaller than the erosion rate of a carbon 
codeposit due to the background atomic deuterium flux. This is because of the large yield of 
carbon chemical erosion that does not exist for either beryllium or tungsten codeposits. 
 It is therefore necessary to rely on published results to try to extract a similar scaling 
law for carbon codeposition. Figure 1a shows the D/C ratio obtained during two systematic 
investigations of carbon codeposition in laboratory-based experiments [9, 10]. Also shown 
in the figure are measurements of D/C values found during post-mortem analysis of 
codeposits produced over long run campaigns in several confinement devices [11, 12, 13]. 
The agreement between laboratory results and confinement machines adds confidence in 
any scaling developed based on the results of the systematic laboratory investigations.  
 The work performed by Von Keudell [8] revealed different retention behavior in 
codeposits formed below 473 K (saturated D/C levels below 473 K), as compared to those 
formed above 473 K (decreasing D/C level with increasing Tc). In the case of ITER 
codeposits formed below 473 K are not particularly relevant (since the minimum surface 
temperature within the vessel is expected to be close to 473 K) and so a saturated D/C value 
of between 0.4 – 1 can be assumed. For the scaling presented here a saturated D/C level of 
that obtained at 473 K is used. The trend of decreasing retention with increasing 
temperature is similar to that observed in both the Be and W codeposits. The effect of 
incident particle energy was investigated Jacob [14] and the D/C value is found to scale as 
En

-0.43. The dependence of retention on incident particle energy is opposite to that observed 
in the metallic codeposits described in sections 2 and 3.  
 No information was found in the literature on the dependence of the D/C ratio with 
variations in the ratio of the arriving flux of atomic deuterium to carbon. The dependence on 
the ratio of the arriving fluxes is, therefore, not included in the scaling (i.e. D/C is 
proportional to (ΓD/ΓC)0). By not including a scaling with arrival flux ratio, the assumption 
is that the carbon layer is saturated with deuterium. In other words, it is assumed that there 
are always plenty of deuterium atoms incident on the growing carbon layer to saturate the 
layer, even if the deposition rate of carbon is increased. 
 The best fit scaling obtained for the D/C values in carbon codeposits is found to be, 
 

D/C = (2.0 x 10-2)* En
-0.43 * (ΓD/ΓC)0 * exp(2268/473) 293<Tc<473 K (3a) 

D/C = (2.0 x 10-2)* En
-0.43 * (ΓD/ΓC)0 * exp(2268/Tc) 473<Tc<973 K (3b) 
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where the D/C data was obtained for 293 K < Tc < 973 K and 15 < En < 100 eV. Figure 1b 
shows the comparison of this D/C scaling to the laboratory studies of carbon codeposits. 
The scaling has been applied at two different incident energies; 15 eV to compare to the 
experimental conditions of Von Keudell [10] and 68 eV similar to the Alimov experiments 
[9].  
 
5. Release of Tritium from Codeposited Material 
 
 Perhaps more important than the amount of tritium retained in different codeposited 
materials, is the ease at which the retained tritium can be liberated from the codeposits. 
There has been extensive work done on removing T from C codeposits by means of 
cumbersome techniques such as oxidation [15]. However, it would be preferable, if 
possible, to remove the T from codeposits during simpler thermal annealing (i.e. baking). 
The release behavior of T from C codeposits during annealing has been documented [16]. 

The conditions (deposition rate, temperature, incident energy) present during the 
codeposition process not only determine the absolute quantity of fuel species retained 
within the codeposit, but also impact the structure of the codeposit. Codeposits formed at 
higher surface temperature, tend to form denser (less porous) layers, while increases in the 
background neutral pressure during codeposition tends to favor the formation of more 
porous codeposited layers [17]. The behavior of the codeposits agrees qualitatively with the 
‘Zone Model’ [18] of film growth proposed by Thornton in the early days of magnetron 
sputter deposition. The resultant structure of the codeposited layer can impact the release 
behavior of deuterium during thermal annealing of the layers [19]. 

For a given incident particle energy, more porous codeposited layers tend to retain 
more fuel atoms than denser codeposits. However, codeposits that exhibit porosity also tend 
to thermally release the incorporated deuterium at lower temperature. The deuterium release 
behavior of two beryllium codeposits formed at the same surface temperature, but 
exhibiting different levels of porosity (due to changes in the background neutral density) are 
compared in Figure 2a. In this case argon has been added to deuterium plasma in PISCES-B 
to achieve the formation of a denser codeposited layer. Also indicated in Figure 2a is the 
presently envisioned bake out temperature for all areas of the ITER vessel (~513 K). It may 
be possible to bake the divertor only to a higher temperature (after the coolant has been 
drained from the divertor system) of ~648 K, which is also indicated in the figure. [It should 
be noted that such a divertor baking system is not presently included in the ITER design]. 
The value of the maximum achievable bake temperature is crucial for ITER because the 
release behavior from beryllium codeposits does not appear to be a diffusion dominated 
process. Figure 2b, normalizes and replots the data from Figure 2a to show the amount of 
deuterium remaining in the codeposited Be layer as a function of the bake out temperature. 
 The metallic codeposits of W and Be have quite different desorption kinetics. To 
exhibit this, two codeposited layers formed at close to room temperature were outgassed 
using a stepwise baking scenario. In both cases, the deuterium-outgassing rate was 
monitored using a QMS while the temperature of the codeposit was varied. The W 
codeposit was subjected to a heating ramp rate of 18 K/min up to 600 K and then 
maintained at 600 K for 2600 sec. After this plateau, the heating ramp was applied again 
until the codeposit temperature reached 1100 K. In the case of the W codeposit, once the 
temperature reaches its plateau, the desorption rate decreases exponentially (with a time 
constant of approximately 300 sec.) to almost zero at 4000s (Figure 3a). When the 
temperature is ramped up again, the desorption rate stays small, only increasing slightly at 
around 1000 K. This indicates that almost all of the retained deuterium has been desorbed 
slowly during the temperature plateau.  
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This behavior is radically different to what is observed for a beryllium co-deposited 
layer. In this case, the temperature during the bake out was increased up to 520K using the 
same heating rate as for the tungsten codeposit, and then maintained at this value for 1 hour. 
In this case, the desorption rate falls down to zero (Figure 3b) very quickly after the 
beginning of the plateau and remains below the detection limit for the entire plateau. When 
the temperature ramp is restarted to raise the codeposit temperature to 1100 K (as was the 
case with the W codeposit), the desorption rate increases back to a level close to the value at 
which it ceases when the temperature ramp was stopped. It is also worth noting that if one 
removes the plateau phase and adds the 2 spectra obtained before and after the plateau, one 
obtains a similar spectrum to that observed with a continuous heating phase of a similarly 
formed Be codeposit. 

These observations indicate that the desorption kinetics are different for beryllium 
and tungsten codeposited layers. While desorption from tungsten layers seems to be limited 
by the diffusion of deuterium through the layer, desorption from beryllium layers does not 
seem governed by diffusion. Beryllium deuteride (BeD2) has been observed in Be 
codeposits [20] and this molecule may affect the deuterium release kinetics from the 
codeposit. This has implications for the possible tritium removal from such layers by a bake 
out of the vacuum vessel. Indeed, in the case of beryllium the maximum achievable 
temperature is the critical parameter, while the duration of the bake out is more important in 
the case of tungsten. 
 
6. Conclusion 
 
 Scaling laws for tritium retention in codeposits of each of the three likely ITER 
materials (C, Be and W) have been developed based on systematic laboratory studies. In the 
case of carbon codeposits, the scaling law tends to reproduce post-mortem analysis of 
codeposits removed from several tokamaks. In the case of Be codeposits, there is no 
database from operating confinement devices to compare with, but the scaling law has been 
applied to results from several laboratory devices and is found to reproduce the measured 
retention. In the case of W codeposits, the database for comparison is even smaller, but 
since the measured retention levels are so low, retention in W codeposits is not considered 
to be a significant issue. 
 Comparing the C and Be scaling laws can provide insight into the most worrisome 
locations of each for codeposit formation. In both cases, the higher the surface temperature, 
the lower the retention level, so this can be used to argue for increasing the surface 
temperature throughout the ITER vessel. While both Be and C codeposits appear to have 
similar scaling with increasing temperature, the T content in C codeposits is constant until 
above 473 K. Above this temperature the trend in retention vs. temperature between Be and 
C is identical (see Fig. 4b). The striking difference between the scaling laws of Be and C is 
their incident particle energy relationships. In the case of C, the retention increases as the 
energy of the incident particle decreases. Soft, polymer-like carbon films form during low-
energy particle bombardment and these ‘soft’ films tends to have high hydrogen content. As 
the incident particle energy increases the carbon layer density tends to increase resulting in 
so-called ‘hard’ films, with lower hydrogen content.  

Be codeposits also tend to denser structures as the incident particle energy increases, 
but the retention property of the denser codeposit behaves oppositely. As the incident 
particle energy increases, the retention level within the codeposit also increases. The 
increased retention may result from the decrease in porosity of the film that results in fewer 
pathways for implanted tritium to return to a surface where it can recombine and eventually, 
through the open porosity, find its way back out of the codeposited layer. 
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The interesting comparison between C and Be codeposits stems from this difference 
in retention with incident particle energy. Codeposits forming in the divertor region are 
likely to be subjected to lower energy particle bombardment. If C codeposits dominate in 
the divertor, they will likely contain a significant D/C value. Be codeposition in the divertor 
region; however, will likely contain lower D/Be levels. On the other hand, if Be codeposits 
form in the first wall region, where CX particle energies are likely to be higher [21], there 
could be significant D/Be values found within these codeposits. As the incident particle 
energy increases the level of D/Be in Be codeposits can exceed the D/C level expected from 
similar C codeposits, as shown in Figure 4a. The variation of the temperature dependence 
on retention in each type of codeposit is shown in Figure 4b. Also apparent from Figures 4a 
and b, the retention level expected in W codeposits is expected to be small under almost all 
conditions. 

The desorption kinetics of deuterium from W and Be codeposits have been 
investigated. The desorption from W codeposits appears to be diffusion limited release 
process, where a longer duration of the heating cycle can be used to achieve an increase in 
the amount of deuterium released. This is not true for Be codeposited layers. The desorption 
from Be codeposits depends on the maximum temperature achieved during the baking 
cycle, rather than on the duration of the heating cycle. The Be desorption kinetics may 
provide hope that flash heating of the codeposited layers (for example, during a radiated 
termination [22] of an ITER discharge) may be sufficient to remove a significant fraction of 
the fuel species from the codeposited layer. 
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a)       b) 

 
 
Figure 1 – a) Comparison of systematic laboratory studies of D/C level in carbon codeposits 
to D/C level found during post-mortem analysis of codeposits found after long periods of 
tokamak operation, b) Comparison of D/C laboratory results with deuterium retention 
scaling presented in Eq. 3a&b. 
 
  
 
 

 
 
Figure 2 – a) Deuterium release characteristics from two beryllium codeposits created at 
373 K, but containing different levels of porosity due to the addition of Ar to the plasma. b) 
Normalization of data from a) indicating the amount D released from each codeposit as the 
temperature is increased. Also indicated in the figures are the present ITER bake 
temperature of 513 K, and the possible divertor bake temperature (after coolant drain) of 
648 K. 
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Figure 3 – Desorption behavior of (a) a tungsten co-deposited layer formed by magnetron 
sputtering at 293 K and of (b) a beryllium co-deposited layer prepared in PISCES-B at 373 
K. 
 

 
 
Figure 4 – Expected retention levels in tungsten, beryllium and carbon codeposits; a) 
incident particle energy variation of equations 2, 3a and 4 evaluated at 473 K and flux 
arrival ratio of 100 deuterium atoms per depositing species, b) temperature variation of 
equations 2, 3a&b and 4 evaluated at 20 eV incident particle energy and flux arrival ratio of 
100 deuterium atoms per depositing species. 
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